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Seach for efficient and robust luminescent
materials for PDPs and hghly loaded
lamps continues snce a magority of
phaosphars currently being used o studied
exhibit various problems. BaMgAl;0017
doped with dvalent Eu (BAM) is widely
used as a blue phospha in a number of
applications.  Equally known are the
shortcomings in its brightness and
maintenance [1]. We studied the material
in single axd pdycrystalline form for
determining the locaion d Eu ions in this
complex lattice ad the luminescence
mechanisms using a Vvariety of
experimental and computer modeling
methods. Refledance excitation, emisson
and time—resolved studies in VUV-UV
range will be presented and analyzed in the
context of different environments in
adivator coordination. These results are
compared with the picture of Eu* ions
obtained from Mo&sdauer spedroscopy.
Finally, — moleallar  orbital  cluster
cdculations (by SCF-Xa-SW method) will
be used for a more detailed interpretation
of experimental data. The likely
luminescence medanism will be outlined
and its validity discussed in the cntext of
maintenance problems.
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